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Supplementary Table 1. Tensile Properties of two-layered PU nanofiber scaffolds

Sample Tensile strength (MPa) Young’s modulus (MPa) Elongation at break (%)

Two-layered PU nanofiber 12.25±1.86 1.57±0.25 48.4±7.8

Values are presented as mean±standard deviation. 
PU, polyurethane.


